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TITLE 

METALLURGICAL EXAMINATION OF SOVIET 76MM APHE PROJECTILE, 
MOD. BR-354B, FMAM 2267 

OBJECT 

To conduct a metal lurgical  examination of the subject projecti le and to  
evaluate i t s  design, method of manufacture,  and performance cha rac t e r i s -  

f t i cs .  

SUMMARY 

A dimensioned drawing of the projecti le was prepared  and the chemical 
compositions, hardness ,  macroscopic ,  and microscopic  s t ruc tu res  of a l l  
projecti le components were determined. The shot body was machined f rom 
medium carbon sil icon-chromium steel  ba r  stock of a type which has  been 
previously observed in Soviet shot, and was decremental ly  hardened f rom 
Rockwell C 45 a t  the nose to Rockwell C 17 a t  the base.  Two deep c i rcum-  
fe ren t ia l  notches were machined into the shot body above the bourrelet .  The 
shot was blunt nosed, having an approximately 1" d iameter  flat machined on 
the front.  A deep drawn low carbon s tee l  windshield was cr imped into two 
circumferent ia l  grooves machined into the shoulder below the flat  nose. A 
single copper rotating band was fitted into a n  undercut band sea t .  The ex- 
plosive cavity was small ,  consisting of a cylindrical  hole approximately 1" 
in d iameter  and 3- 112" deep. 



CONCLUSIONS 

1. The subject 76MM APHE shot i s  s imi lar  ingenera l  design to Soviet 
shot of other cal ibers  which have been previouslyexamined, reference Wat- 
ertown Arsenal  Laboratory Report No. WAL 762/ 582(c) "Metallurgical Ex- 
amination of Soviet 45MM, 57MM, and 85MM APHE Project i les ,  FMAM 11 2'1, 
1935, and 2175. " 

2. The steel employed for the 76MM shot body differs radically i ' n c ~ m -  
position f r o m  shot s teels  employed in this country. The low carbon content 
(0.  3470) resul ts  in a relatively low hardness (Rockwell C 45 in the nose ) .  
American shot generally contain from 0. 50 to 0. 6070 carbon and a r e  hard- 
ened to approximately Rockwell C 60 in the nose. In addition, the high s i l -  
icon content ( l .  5470,) which i s  typical of Soviet projectile and a r m o r  s teels ,  
indicates the use of this element a s  a deliberate alloying agent whereas i t  i s  
usually present  in only residual quantities indomest ic  alloy s teels  employed 
for projectiles.  

3. The silicon-chromium steel has insufficient hardenability to com- 
pletely quench hardento martensite in a 76MM shot a s  indicated by the large 
amount of rejected fer r i te  observed in the nose of the shot. In addition, the 
heat t reatment  employed in hardening the shot resul ted in the base having 
a very considerable amount of fe r r i te  and pearl i te ,  and probably involved 
quenching only the forward par t  of the shot with the base being a i r  cooled 
f rom an elevated temperature.  As a consequence of the above, the shot would 
probably tend to fracture in a brit t le manner upon impact against moderately 
severe targets .  

4. The notable features of the subject shot, flat nose andcircumferen-  
t ia l  notches above the bourrelet ,  indicate that the shot was probably designed 
to be effective in defeating moderately thin (up to 2" thick)  a r m o r  under con- 
ditions of attack involving moderate to  high obliquities of impact. 
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5. As observed in mos t  Soviet ordnance mater ie l ,  fine machine finishes 
a r e  r e se rved  for  c r i t i ca l  bearing sur faces  such a s  the bour re le t  regions of 
shot, mating sur faces ,  e tc .  while a l l  other sur faces  show evidence of coa r se  
machining andno a t tempt to  mee tc lose  to le rances .  Themethod  ofmanufac- 
t u r e  s t r e s s e s  simplicity and economy in production prac t ice .  

C. A. RIDDLE 
Phys ica l  Science Aide 

APPROVED: 

f f ~ i r e c t o r  of Labora tory  
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At the request of the Office, Chief of Ordnance a Soviet 76MM APHE, 
projectile was submitted to this Arsenal by Picatinny Arsenal  for metallur- 
gical examination. The shot was identified a s  follows: 

76MM, APHE, Mod. UBR-354-B FMAM 2267 
The shot was received a t  Watertown Arsenal inerted and without fuze. 

TEST PROCEDURE 

The projectile was examined to determine significant design features 
and a l l  markings were recorded. The projectile was photographedand meas-  
urements obtained for the preparation of a dimensioned drawing. 

A longitudinal slice cut through the center of the shot was surface ground 
fo r  hardness and macroetch testing. Specimens for chemical analysis and 
microscopic examination we r e  obtained f rom al l  projectile components. 

DATA AND DISCUSSION 

A. Visual Obse rvations 

The generalappearance of the shot i s  shown in Figure 1. The shot 
was unpainted and. showed no evidence of having a protective coating of any 

type. Coarse machining marks  were visible over the ent ire  projectile with 
the exception of the bourrelet  which had a finely ground finish. 

The following markin s were observed stamped into the projectile: 
98 A ,  

Between  ourr re let and Rotating Band 
K 2 * 6  q 

On Rotating Ban - 

9 6 
On Base 

It i s  apparent that the shot was made with a minimum amount of t ime 
being spent to obtain fine finishes and close control of dimensional toler- 
ances. The appearance of the explosive cavity, which i s  a simple dril led 
hole, is  consistent with the above observations, no unnecessary effort  being 
spent in obtaining a smooth contour for the cavity. The identification and in- 
spection markings were crudely stamped into the surfaces of the shot. 

The total projectile weight was 13. 95  lbs. 
1. Letter file ORDBB-T 386.316-27, WTN 386. 31562, see  Appendix A 



B. Design Features  

1. Windshields . I.. . 

The windshield was crimped into a double cannelure between 
knurled ridges a t  the forwardend of the shot, see Figure 2. This simple but 
efficient method of attachment gives a secure joint, particularly with blunt 
nosed projectiles of the subject type. 

2. Shot Body 

Blxmt nosed projectiles a r e  e spe cially effective against under- 
matching2 a r m o r  at a l l  obliquities of attack, particularly when fired from 
guns designed for low muzzle velocities, (the subjectprojectile has a report- 
ed muzzle velocity of 1995 f t / sec .  ) .  The penetration of a r m o r  by blunt nosed 
projectiles i s  achieved by the plugging mechanism, wherein a disc of a r m o r  
i s  displaced aheadof the shot. Sharp pointed, ogival nosedprojectiles tend, 
on the other hand, to  ricochet off the face of highly sloped a r m o r  and a r e  con- 
eequentlyless effective against suchtargets  than a r e  blunt nosed shot. Against 
overmatching a r m o r  and a t  low obliquities, blunt nosed shot become ineffi- 
cient and a r e  much l e s s  effective than sharp nosed shot. 

Many Soviet a r m o r  piercing shot3 which have been examined to 
date have circumferential  grooves machined some distance below their noses; 
some have one and some have two grooves, sometimes locatedforward of the 
bourrelet and sometimes below the bourrelet.  The wide variation in number, 
location, depth, and contour of these grooves demonstrates lack of a stand- 
ardized design procedure and leads one to conclude that this feature is s t i l l  
the subject of considerable experimentation. 

It i s  more understandable when notches a r e  observed in the bod- 
ies  of ogival nosed shot, since the notches serve to break off the shot nose 

. whenstrikii~g a r m o r  a t  highobliquities. Since highly sloped a r m o r  is  more 

2. Undermatching a r m o r  i s  plate which is  thinner than the diameter of the 
attacking projectile. 

3. F o r  example see Watertown Arsenal Laboratory Report No. WAL 762/582(c)$ 
"Metallurgical Examination of Soviet 45MM, 57MM, and 85MM APHE 
Project i les ,  FMAM 1121, 1935, and 2175. 
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effectively coped with by b tches thus serve to convert 
the shot, by deliberately fracturing it, into a shot of more  efficient design. 
The presence of notches inblunt nosed shot is more  difficultto explain since 
such shots a r e  already properly designed to cope with high obliquity a rmor .  
They may serve,  however, to  localize fracture,  when it does occur,  to  the 
solid portion of the shot nose and thus keep the explosive cavity intact to in- 
sure  a high order  detonation after perforation of the a r m o r .  

Tests  which have been conducted with notched shot in this country 
have not demonstrated them to have any particular overall  superiorityin 
a r m o r  penetration performance to warrant the adoption of this practice.  

3. Rotating Band 

The rotating band was well seated a s  demonstrated by the deep 
and uniform imprint of the band seat knurling into the band, see Figure 5, a s  
well a s  by the difficulty with which the band was removed. 

Detailed dimension of the band and the, band seat  a r e  shown in 
Figure 2. The band seat scoring consisted of two paral lel  se r i e s  of I1V"in- 
dentations produced by knurling the flat surface of the band seat. 

4. Explosive Cavity 

The explosive cavity was apparently designed so a s  to detract a s  
little a s  possible from the strength of the shot body, presumably to avoid 
f rac ture  of the shot thru the explosive cavity during the penetration of a rmor .  
The cavity was produced by drilling a hole approximately 1" in diameter and 
3-1/2" deepintothebase ofthe shot. As seen in Figure 3 ,  the surface ofthe 
cavity i s  indicative of very rough machining. The walls of the shot around the 
cavity a r e  quite substantial and strong, being at least 1" in thickness. 

C. Metallurgical Character is t ics  

1. Shot Bodies 

a. Chemical Composition 

The body was made f rom a medium carbon, silicon-chro- 
mium steel  having a composition similar  to  that of previously examined Soviet 



APHE projectiles .' It was previously observed that no apparent selection of 
alloy content consistent with hardenability requirements to harden through 
varying section s izes  had been attempted; in fact, the s teel  af higher carbon 
and total alloy cantent was employed for  the smallest  caliber of shot exam- 
ined. The subject shot is  consistent with the above observation in that the 
carbon and alloy content fall midway between the compositions of the small- 
e s t  and large s t  caliber that were previously examined, specifically 45MM and 
85MM. In domestic practice higher alloy contents a r e  employed for  la rger  
caliber shot in order  to  obtain full  hardening of the heavier sections. It i s  
a lso American practice to employ alloy steels having carbon contents of 0. 50- 
0. 60% in order  to  obtain hardnesses of Rockwell C 60 upon quenching. The 
subject shot, with 0.3470 carbon, should harden to  Rockwell C 52-55 upon 
complete transformation to martensi te .  The chemical composition of the sub- 
ject 76MM shot i s  such, however, that it cannotbe fully hardened to marten- 
site by quenching. 

b. Hardness Tests 

A Rockwell C hardness survey was conducted on a sbrface 
ground longitudinal c ross  section cut f rom the center of the shot, and the r e -  
sults a r e  shown in Figure 6. The shot was decrementally hardened, aver-  
aging Rockwell C 42 from the nose to the rotating band, from which a r e a  the 
hardness decreasedrapidlyto Rockwell C 16. 5 a t  the base.  As would be ex- 
pected from the low carbon and alloy content, and therefor relatively low 
hardenability of the steel,  the hardness decreasedfrom the surface t~ center 
of the body, dropping from Rockwell C 47 a t  the outer surface to Rockwell C 
37. 5 at  the center of the section. 

Domestic AP shot a r e  heat t reated to Rockwell C 60, or  
higher, and thendifferentiallybase tempered to obtain hardnesses of approx- 
imately Rockwell C 59 a t  the bourrelet,  gradually decreasing to Rockwell 
C 45 at the base. Hardnesses lower than Rockwell C 60 a t  the nose result  in 
grea ter  shattering of the shot against a rmor ,  a s  well a s  reduction in the 
velocity of impact a t  which shatter initiates. 

c .  Macroetch Test  

A longitudinal c ross  section of the shot was hot acid etched in a 
solution of 5070 concentrated hydrochloric acid and 50% water. A steel  bar  
stock of moderately poor quality was employed for the shot as demonstrat- 
ed by the heavy concentrations of long s t r ingers  shown in Figure 3 .  The 



t ransverse  line acros  s the nose of the shot forward of the grooves represents  
a saw-cut that s tar ted to deviate from the longitudinalaxis of the shot and i s  
not a feature of the macrostructure of the shot body. 

d. 'Microscopic Examination 

Specimens obtained from the locations shown in Figure 6 
were polished, etched, and examined microscopically. 

No section of the projectile was completely transformed to 
martensite although the nose a r e a  i s  more  fully hardened than the re  s t  of the 
shot. The microstructure from the nose to the explosive cavity is uniform 
containing large amounts of bainite and ferr i te  in addition to martensite,  see  
Figure 4 G  and 4D, this microstructure i s  indicative of inadequate quenching 
o r  insufficient alloy content to  completely harden through the c ross  section. 
The shot was differentially quenched, probablyby immersing the nose section 
in the quenching medium and permitting the base to  cool in a i r ,  a s  evidenced 
by the fer r i t ic  and pearlit ic microstructure and the low hardness of the base. 

The brittle, though soft, condition of the base obtained by 
this method of producing a differential hardness pattern makes this manner 
of decrementally hardening shot the least  desirable.  The optfmum method of 
obtaining a differential hardness pattern i s  to completely t ransform the shot 
to  a martensitic s t ruc tu re ,  and then differentially temper the base section to 
soften this region withoutdecreasing the hardness of the nose. This method 
of heat treatment produces a shot that becomes progressively softer and 
tougher towards the base and insures that the bodyand base section remain 
intact, during a rmor  penetration. 

2. Windshield 

a.  Chemical Composition 

The windshield was made from a low carbon unalloyed 
eteel of the composition shown in Table I. This analysis i s  typical of rimmed 
steel  employed in this country and abroad for deep drawn objects. 

b. Hardness Tes ts  

The hardness of the windshield was measured with the Rock- 
well SuperficialHardness Tes ter  using the 1115-T" scale.  The following r e -  



., 
: . . ,  eulte were obtained: . . 

Rockwell 15-T 
Hardne s s  

B rinell 
Hardness (converted) 

c. Microscopic Examination 

The microstructure of the windshield consisted of moder- 
ately fine grained ferr i te  with scattered spheroidized carbides,  see Figures 
4A and 4B. The absence of evidence of cold working indicates the windshield 
was process  annealed after the cold drawing operations. 

3. Rotating Band 

a. Chemical Composition 

The rotating band was made from a high purity copper, the 
analysis of which is shown in  Table I. 

b. Hardness Tests  

The ,  hardness of the rotating band was obtained with the 
Rockwell SuperficialHardness Tes ter  using the "15-T" scale with the follow- 
ing results:  

Rockwell 15-T 
Hardness 

c .  Microscopic Examination 

Brine11 Hardness 
(converted) 

The microstructure of the rotating band is typical of cold 
worked copper, showing evidence of twinning, see Figure  4F. 



The subject Soviet shot was produced f rom a medium carbon silicon- 
chromium steel s imilar  in composition to that of previously examined A P  
shot ranging in caliber f rom 45 to 8 5 ~ ~ . ~  The low carbon content and re -  
duced hardenability of the s teel  a s  well a s  the poor heat treatment practice 
employed in hardening the shot r e  sulted in a low hardness in the nose of the 
shot and brit t le microconstituents, particularly in the base of the shot. 

The designof the shotindicates that i twas probably intended for the de- 
feat of highly sloping a rmor  up to approximately 2" in thickness. The low 
muzzle velocity reported for the gun from which the subject shot i s  fired 
makes i t  unlikely that it can defeat any target heavier than 2 " ,  although the 
design of the shot is such that it can defeat highly sloped 3" thick a rmor  i f  
f ired at higher muzzle velocities (3000-3200 f / s ) .  

The subject 76MM shot does not pos s e s  any single feature of metallurgy, de - 
sign, or  manufacture which has notbeen previously observed in other Soviet 
shot which have been returned to this country for examination. 
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SOVIET 76MM APHE PROJECTILE, MOD UBR 3546, FMAM 2267 
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Letter File ORDBB-T 386 .  3 / 6 - 2 7  
WTN 386.  31562 



, , > , y jriturmatioer 
/ / 6rdnance  c o r p s  RECORD 

I I -  PICATINNY ARSENAL 
Dover, New Je r sey  Mr. A. B. Schilling/kf/2193 

ORDBB-T 386.316-27 

Subject: Metallurgical Examination of Soviet Art i l lery Ammunition 

TO: Commanding Officer 
Watertown Arsenal  
Watertown 72, Massachusetts 

1. There a r e  being forwarded, by freight, for metallurgical exam- 
ination the following i tems of Soviet Ammunition: 

1 - 76mm Project i le ,  APHE MOD UBR-354-B FMAM 2267 

1 - 76mm Project i le ,  HVAP MOD UBP-354-P FMAM 2153 

1 - 76mm Shell, HE, MOD UO-354 FMAM 2272 

2. The flats cut on the nose of the HVAP Project i le  FMAM 2153 
were made locally to  facilitate disassembly. The void between the two core  
slugs and the core  cavity in the body and nose was filled with magnesium oxi- 
chloride to  a s s u r e  a tight assembly. 

3. A one-half section of the HE Shell, FMAM 2272 has been r e -  
tained for study of design. The principal diameter  dimensions of this shell, 
p r io r  to  sectionalizing, a r e  indicated on the attached photograph, M-38930. 

4. It is requested that a copy of the report  of the resu l t s  of the 
examination, including a dimensional drawing, be forwarded upon completion. 
It i s  a l so  requested that the assigned number of the repor t ,  and ti t le,  be fur-  
nished a s  soon a s  possible for incorporation a s  a reference in technical r e -  
ports  being prepared a t  this Arsenal  on the complete round. 



ORDBB-T 
SUBJECT: Metal lurgical  Examination of Soviet Ar t i l l e ry  Ammunition 

5. I t  is noted that  the t i t lea of r epo r t s  WAL 762/581(c) and WAL 
762/582(c) a s  furnished by 3 r d  Indorsement  WTN 386. 3/552R, ORDBB-T 
386. 3/6-21, dated 5 July  1951, do not include the "FMAM" number s  of the 
subject  project i le .  There  will be other  p ro jec t i l es  of the s ame  cal iber  and 
type upon which examinations will be made.  T o  a s s u r e  the maintenance of 
the identityof a l l p ro j ec t i l e s  examined, it is reques ted tha t  the "FMAM" num- 
b e r  be included in the t i t les  of the repor t s .  

6. Re turn  of a one-half section,  i f  not expended in the examination, 
i s  requested upon completion of the examination. No remaining p a r t  of the 
HE one-half sect ion (FMAM - 2272) i s  required.  

7.  The aecur i ty  c lass i f icat ion of the r e p o r t s  is to  be  "Confidential". 

FOR THE COMMANDING OFFICER: 

1 Inc. 
Photograph M-38930 

C. R. DUTTON 
Col, Ord  Corps  
Ass i s tan t  
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